


  

TEMPORARY CONCRETE BARRIER (Tollway Recurring) 
 
Effective: June 23, 2014 
 
Description. This work shall consist of furnishing, placing, maintaining, repairing, 
relocating, and removing precast concrete barrier at temporary locations. 
 
Materials. Materials shall be in accordance with Article 704.02 of the Standard 
Specifications except as described herein. 
 
Nonshrink Grout:  The prepackaged product shall be mixed and placed according to 
the manufacturer’s instructions, except the addition of aggregate to the prepackaged 
product will not be permitted.  Water shall not exceed the minimum needed for 
placement and finishing.  Nonshrink grout shall be in accordance with Illinois Modified 
ASTM C 1107.  The nonshrink grout shall have a water soluble chloride ion content of 
less than 0.40 lb/cy yd.  The Department will maintain an “Approved List of Nonshrink 
Grouts”. 
 
Packaged Rapid Hardening Mortar or Concrete: The R1 or R2 Mortar shall be from 
the Illinois Department of Transportation approved list of Packaged, Dry, Rapid 
Hardening, Cementitious Materials for Concrete Repairs with coarse aggregate added. 
The amount of coarse aggregate added to the R1 or R2 Mortar shall be per the 
manufacturer’s recommendations. The coarse aggregate gradation shall be CA 16 from 
an Aggregate Gradation Control System source or a packaged aggregate meeting 
Article 1004.02 with a maximum size of 1/2 inch. The R1 or R2 Mortar and coarse 
aggregate mixture shall comply with the air content and strength requirements for Class 
SI concrete, except the cement factor shall be a minimum 6.65 cwt/cu. Yd., the coarse 
aggregate shall be a CA 16, and the strength shall be a minimum 4000 psi compressive 
or 675 psi flexural at 14 days. Mixing shall be per the manufacturer’s recommendations, 
except that the water/cement ratio shall not exceed the value specified for Class SI 
concrete as indicated above. A high range water-reducing admixture shall be used to 
obtain a 5-7 in. slump. 
 
General. Precast concrete barrier shall be the F shape as detailed on the plans. 
 
Installation. Installation shall be in accordance with Article 704.04 of the Standard 
Specifications except as described herein. Temporary concrete barrier that is damaged 
during placement or relocation and determined to be unacceptable by the Construction 
Manager will be required to be removed at the Contractor’s expense. 
 
Inspection. The Engineer is responsible for the inspection, documentation and 
acceptance of the temporary concrete barrier.  The Engineer will inspect the temporary 
concrete barrier prior to the transport of the temporary concrete barrier to the job site.  
The Contractor may appeal to the Corridor Construction Manager or the Tollway Project 
Manager to resolve disagreements regarding the acceptability of temporary concrete 
barrier. 
 
Repairs: Repairs on temporary concrete barrier prior to the transport to the job site shall 
be performed at an off-site location accessible to the Engineer.  Repairs to temporary 
concrete barrier adjacent to a travel lane shall not be performed without prior approval of 
the Engineer.  Materials used for repairs shall be in accordance with the materials 



  

specified herein. 
 
Spalled or Delaminated Concrete 

1. Concrete spalling and delamination of depths less than 1.5 inches will not require 
patching as long as the exposed cavity has side slopes of at least 1:3 (V:H) (i.e., 
directions parallel and perpendicular to face of wall, respectively).  Grinding of 
the concrete cavity perimeter will be allowed to satisfy the required 1:3 (V:H) side 
slope. 

2. Concrete spalling and delamination of a depth 1.5 inches to a depth of 2.5 inches 
shall be repaired utilizing approved material as describe herein.   

3. Concrete spalling and delamination of depths greater than 2.5 inches will be 
considered for repair by methods proposed by the Contractor and approved by 
the Engineer.   

 
Method of Measurement. This work will be measured for payment in feet in place along 
the centerline of the barrier. When the barrier is relocated within the limits of the jobsite, 
the relocated barrier will be measured for payment in feet in place along the centerline of 
the barrier. 
 
Basis of Payment. This work will be paid for at the contract unit price per foot for 
TEMPORARY CONCRETE BARRIER or RELOCATE TEMPORARY CONCRETE 
BARRIER.  All repairs shall be included in the contract unit price. 
 
 
 

Pay Item 
Number 

Designation Unit of 
Measure 

JI704000 TEMPORARY CONCRETE BARRIER   FOOT 
 
JI704005 RELOCATE TEMPORARY CONCRETE BARRIER  FOOT 
 

 
 
















